QA TESTING CENTRE LIMITED

13/F., Perfect Industrial Building
EQA Tc 31 Tai Yau Street, Sanpokong, Kowloon, Hong Kong
Tel: (852)2713 5231, 2712 7389 Fax: (852)2711 0200
E-mail: Enquire@QATC.com
In association with: QATC (EUROPE) LIMITED UK

TEST REPORT No. P030400 (53371) Date Mar 23, 2004

APPLICANT:

SAMPLE(S) DESCRIPTION:
Submitted sampies sald to be ltem no. 326 with 3 Chalns. F+—)L45 —

Client's remarks: Colour: Nickel plated = LR LR
Material: zinc alloy (3) brass, iron 845 4 v 2 ~+Eif+#SOEAHEDHE

Date received: March 20, 2004,

TEST(S) CONDUCTED:

As per the client's request, in accordance with the European Toys Safety Standard
EN71: Part 3 + A1:2000. '

RESULT(S):
Refer to the following pages.
CONCLUSION:

The submitted sample(s), as tested, passed the requirements of the European Toys Safety Standard
EN71; Part 3 (1984) + A1,2000 Specification for Migration of Certain Elements.

Prepared and checked by For and on behalf of
QA Testing Centre Lid.

A~

Bria M. T. Chai EricT. P. Sze
Assigtant Chemist Chemist
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This laboratory Is accredited by the Hong Kong Laboratory Accreditation Scheme (HOKLAS) for specific tests and/or measurements
and the results shown in this test report have been determined in accordance with the laboratory’s terms of accreditation.

This report applies only to the tested samples
(SEE OVERLEAF FOR TERMS AND CONDITIONS OF TESTING)




